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100 Flame-retardant asphalts with different flame-retardant (H, L, W ) were prepared.
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200 Analysis of Property Differences of Two Kinds of Asphalts
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300 At last, the aging mechanism of two asphalts was discussed.
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4[] Research on Production Technology of Aging Resistance Asphalts
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50 Studies on Performance of Asphalts at Low Temperature [J. Factors Influencing
Thermal Fracture Temperature
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600 Technology for producing asphalts for heavy traffic pavement with Bohai Oil
ObO00b0OOoooooooooooon

700 Analysis of Influence Factors of Modified Asphalts Performance Based on
Orthogonal Design and Grey Relation Degree Theory
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80 Standard method of test for absolute viscosity of asphalts
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901 Effect of temperature and oxygen pressure on oxygen absorption aging performances
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1000 An Analysis on the Ageing Property of Three Asphalts
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110 Contrasting; Comparative Analysis of the Properties of Domestic and Imported
Asphalts
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1200 Taiwan's Experience of Using Ground Tire Rubber on Hot Mix Asphalts
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130 Characterization of the Anti-Aging Performance for Two Paving Asphalts
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140 The true molecular weight distribution curve can distinguish the performance of
different asphalts quickly.
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150 Research progress of ground tire rubber modified pavement asphalts
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160 Achievements Introduction of Petroleum Asphalts and Their Production
Techniques
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180 Evaluation of Low Temperature Performances of Polymer Modified Asphalts by
Force-Ductility Test
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