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10 Oxygen enriching membranes are first prepared from room temperature
thermotropic cholesteric liquid crystal and ethyl cellulose.
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200 The results showed that all polymers prepared were thermotropic liquid cryrt-ailine
polymers nematic phase only.

oo, uobboobbooooad.

30 The types, properties, process and developing prospect of the thermotropic liquid
crystal polymer alloy are introduced.
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41 Characteristics of thermotropic liquid crystal polymers used as high-performance
moulded products are commented.
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