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10 Viscoelasticity is related to some properties such as gel point, gel strength, yield stress
and thixotropy.
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20 The dripping property of water based coating with big thixotropy is better.
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30 The researching results indicate that UV curable offset ink has the typical non-
Newtonian behavior and thixotropy.
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41 The mechanism of retention and thixotropy of fresh mortar with bentonite was
studied.
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