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10 abbr.BoosterBurnout 0 0 0000000 O0O0OODOOOO;
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10 This pulse was converted to the second-harmonic wavelength 315 nm in BBO.
oodoodoooosBodd OOO315nmO 000,

200 Attributes of three nonlinear crystals, BBO, LBO and BIBO, have been summarized.
godoooooooooooo:eeoUd O, LBOO OO BIBO O O.

30 The volatiles dropped on the surface of BBO crystals and caused the crystals to be
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corroded.
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4[1 Dislocation is one of the main defects in BBO crystals.
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50 This paper reports the etching experiments of BBO crystal with etchants , such as
organic solutions, water, acid and base.
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