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10 The anisotropy of compression creep strength in a nickel-base single crystal
superalloy was investigated.
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200 The aluminized coating on K 438 superalloy was prepared by pack cementation.
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30 Non hafnium superalloy DZ 4 , which is widely applied in service aero engines in
present, is introduced.
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41 The test process of linear friction welding of GH 4169 superalloy was discussed.
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500 NiCrAlY coatings were deposited on superalloy 1C-6 by arc ion plating ( AIP ) .
Jddoooooooolic-e00d0d0nnn NiCrAlY O 0.

601 This article studies a new type cobalt-base superalloy GH 941 including its
composition, structures and mechanical properties.
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70 The results can about qualitative analysis and semi-quantitative analysis of tungsten
in superalloy.
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800 The most active research has been applied to aluminium, iron, copper based alloys
and superalloy.
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900 The results show that the cracks on the superalloy blades are resulted from surface
recrystallization.
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1000 The results show that hydrogenation can refine the aging microstructure of
superalloy.
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110 The porous superalloy material with oriented linear porosity was fabricated by metal
powders sintering.

gobooboooboooboobboooboonoobo.

120 And the microcomputer system has beensuccessfully used in the investigation of DD
3 SC superalloy solidification process.
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130 The electrostatic separation method is studied in removing non-metal inclusion in
powder superalloy.
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140 The method for the physicochemical phase analysis of a directionally solidified Ni-
based cast superalloy was studied.
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150 A control-grain cast processing for integral turbine wheel of superalloy using mould
agitation was successfully investigated.
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