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100 Polyaniline ( PANI) is one of the most intensively researched conductive polymer
materials.
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200 The results show that re-dope PANI has good conductivity, solubility and better
thermal stability than literature.
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30 Conducting polyaniline ( PANI ) and poly-O-methylaniline ( POT ) were prepared
by chemical oxidation method.
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4[] There exists charge transfer between the PANI and TCNQ molecules in the complex
film.
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500 The PANI was characterized by IR , UV-Vis spectra and XRD patterns.
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60 The film of polyaniline ( PANI ) doped with phthalocyanine copper acid was
successfully prepared.
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700 Polyaniline-tungsten trioxide ( PANI-WO _ 3 ) composite film was synthesized on
the surface of titanium electrode by pulse potentiostatic method.
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80 Close beneath was the suburban residence of the Junior Pani.
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900 However, the PANI-TCNQ complex thin films are polycrystalline and more
conductive than that of PANI film.
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