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10 In the case of anatase, higher light powers generated higher photocurrent values at
high applied voltages.
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200 A laser scanning electrochemical micro region photocurrent spectrum measurement
system was developed.
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300 However, the measured photocurrent results are similar at low applied voltages.
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4[7 Figure 8 shows the influence of light power intensity on the photocurrent values.
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