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10 The amelioration of the traditional method of the PLA melt polycondensation is also
discussed.
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200 Polycondensation catalyst may has bad effect on polyester afterprocessing properties.
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30 A novel furan resin was synthesized by polycondensation between furfuralcohol and
furfural.
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41 The kinetics of nylon-1010 polycondensation at earlier stage in an open system was
studied.
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500 This paper introduces the application of domestic potassium-iodide in the
continuous polycondensation of nylon 66.
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600 The key equipment in polycondensation phase of non-phosgene process was
emphatically introduced.
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70 The esterification, polyesterification , polycondensation and the formation of
diethylene glycol ( DEG ) reaction kinetic parameters were obtained.
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801 The shaft seal leakage, judgement and emergency measures of the final
polycondensation reactor was introduced.
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90 Staring from D , Llactic acid , poly ( DLlactic acid ) ( PDLLA ) was directly
synthesized through melt polycondensation.
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100 The N-methyl-2-pyrrolidone is chosen as polycondensation media and toluene as
carrier of water.
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110 It is mainly synthesized by two chemical ways: ring-opening polymerization and
direct polycondensation.
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1200 Organic silicate is prepared by Quaternizing, Hydrosilylation addition and Balanced
or Polycondensation reaction.
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130 Novel controlled releasing polythiourea microcapsules were prepared from
terephthaloyl diisothiocyanate and o-phenylenediamine by interfacial polycondensation.
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