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10 The material quality is ASTM A 743 M (ZG 00 Cr 13 Ni 4 Mo ) the austenite stainless
steel.
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200 The chemical composition, critical point and TTT curve of ZG 15 Cr 1 MoA steel
were measured.
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40 Connecting with the actual production process, crack formation in ZG 35 CrMo
crankshaft is analyzed.
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50 Based on the experiment results , the characters of as cast microstructure of ZG 0 Cr
13 Ni 4 Mo were explained.
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