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10 Composite adaptor of YG 15 C and 45 # steel have been maunfactured by HIP
sintering connecting method.
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200 In standard condition, make friction on the sample cardedand woven fabrics by YG
501 pilling tester . 6.
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30 The formation mechanism of thermal shock fatigue crack of cemented carbide YG 10
was investigated.
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41 YG had lower resistance and the corresponding RR was 7 -, 14 -, 21-fold.
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50 This article introduces the main function, working principle and action of YG 131
capacitance-type yarn evenness tester.
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