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10 PAA Hydrogels were synthesized, both of the swelling and deswelling kinetics were
studied.
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20 Conclusion : The measurement of plasma t-PAA, PAIA is useful in evaluating the
early diagnosis and severity DN.
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300 PAA becomes an ideal template for synthesizing nanostructure owing to its especial
structure of nano-pore array.
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4[1 Fe-ion crosslinking PAA ( polyacrylic acid ) resin particles have been synthesized
and analyzed.
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500 Objective To study the Theological behavior of PAA-Pluronic ~? F 127 graft
copolymers.

OO0:00000-Pluronic=?F1270 0 00000O00O0ODO.

600 The existence of PNDEA and PAA binary grafted layer was confirmed by FTIR and
ESCA measurements.
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