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Alloy Composites SYNTHESIS OF PLASTIC Zr-BASED BULK METALLIC GLASS
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30 In this paper, the crystallization mechanism of synthesizing nanocrystal titanic in
liguid media at low temperature is reviewed in detail. Formation and Micro-
Crystallization of In-Situ Bulk Amorphous ( ZrCuAl) AgY Alloy Composites
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