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10 It is simple and reliable that DWTT result judge high stress and high toughness
pipeline.
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200 Causes of DWTT specimen failure for medium thickness pipe are material brittleness
addition and V-shape nick.
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30 The correlation analysis between cooling medium and cooling result of DWTT
specimen
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4[1 Research on Practical Standard for DWTT of Line Pipe
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50 Analysis on Abnormal Fracture of DWTT Specimen for Pipeline Steel with High
Property
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601 Establishment Application and Development of DWTT Method for Pipeline Steel
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70 Analyzing of Factors Influencing DWTT Performance on Pipeline Steel
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