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10 C, AS-2 is Composed Ara, Xyl, Rha, Gal, Glc, with the molar ratio of
1.6:1.2:1.8:1.0:3.6 aespectively.
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200 Comparisons between pastes with silica fume , and control pastes ( without RHA or
silica fume ) are presented.
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30 The RHA, amorphous or partially crystalline, when used in an appropriate way,
reduces autogenous shrinkage.
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41 When replacement of cement with L-RHA equals 10 % [1 20 %, the compressive
strength of HSC increases over 10 MPa.
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