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10 Effect of different solvents on thermal decomposition of RDX was studied by using
special Bourdon manometer.
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20 The catalytic performance of nanometer CuFe _ 2 O _ 4 on the thermal
decomposition of RDX was investigated by DSC.
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30 This proved that a more suitable reactant than urea to synthesize Keto-RDX.
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