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10 The influence of a -Al203 micropowder additions on permanent linear change,
apparent porosity, cold crushing strength and slag resistance of MgO-AI203 based
castable is studied in this paper. By EDAX analysis, the mechanism of slag corrosion is
investigated.
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200 Analyses of EDAX show that sealing white line was glass spreading on oxide scale of
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30 The solid solution of Sr _ (1-x) Ca _ xCuO _ 2 is investigated by means of XRD,
EPMA and EDAXmethods.
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