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10 The High Exhaustion Chrome Tanning Mechanism of Macromolecular ECPA
Auxiliary
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20 Two kinds of polymer chrome tanning auxiliaries ECPA and OXD-I were prepared.
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30 The high exhaustion chrome tanning mechanisms of ECPA and OXD-1 were
respectively studied via approaches of UV, DSC and so on.
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40 The physical activity level ( PAL) and energy cost for physical activity ( ECPA) were
estimated from the ratio of TEE to BMR and TEE-( BMR x 0.1TEE) separately.
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