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cationic type copolymer with high molecular weights and high solid content was also
studied.
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47 At the same time, the P ( AM/ DDAC/ DMC/ AA) same performance were studied
and applying tests in papermaking were carried out.
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50 According to the measurement of electrical properties of DDAC, it is not only a very
good fabric softener but also a good conducting material under the conditions of high
relative humidities.
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60 In this paper, the properties of the copolymer DDAC/ AM were discussed. The
monomers used in polymerization reaction were dimethyl diallyl ammonium chloride (
DDAC) and acrylamide ( AM).
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70 Ammonium Copper Quaternary ( ACQ) is a novel wood preservative. DDAC,
copper sulfate pentahydrate, ammonium hydroxide or ethanolamine were used to
synthesize three different kinds of ACQ ( type A, type B, and type D).
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