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10 Compression behaviors of crushed Cox argillite used as backfilling material in HLW
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2010 For the chrome refractory, the corrosion rate in three iron phosphate melts
containing simulated HLW waste was under 0 Imm/ day at the melt line.
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30 By comparing glass and mineral hosts for HLW, author discussed their properties.
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40 At the same time , some technology requirements and economical conditions of
HLW forms are also stated.
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