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10 The Improvement Methodology is a process to generate positive and sustainable
change in a system.
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200 BHW 35 steel is widely used in high parameter boiler.
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30 Heat Treatment Between Phase Transition Intersections to Improve the Property of
BHW 35 Steel
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41 The Low-Cycle Fatigue Crack Growth Rate and Ductile Fracture Toughness for BHW
35 Steel
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601 The low-cycle fatigue crack growth rate of BHW 35 steel was measured for two
specimen geometries, three cyclic strain raties and two orientations cf the crack plane.
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