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10 Study on the safety performance of BCX cell
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200 Voltage Delay on Li/ SOCI_2 and BCX Cells during Discharge
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41 The improvement of voltage delay might be related with the higher open-circuit
voltage of BCX cell.
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50 X-ray diffraction analysis results show that the BCx coating consists of B4C and
pyrolytic carbon with a high degree of graphitization.

goboobbogubdoobboobogbboobboobos4Cchouognoogn
gobogoo

601 Safety performance, such as overdischarge, charge and short circuit of self-made Li/
SOCI_2 cell and BCX cell was stu-( died.)
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70 The results showed that the open-circuit voltage of BCX cell increased about 300 mV
and the discharge voltage increased about 400~ 500 mV during the initial discharge,
compared with Li/ SOCI_2 cell.
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