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200 Furthermore, RRS method can also be used to determine the FCMC of an
amphiphilic macromolecule, hemoglobin, whose structure resembles a surfactant.
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30 We also did research on the reinforced mechanism and the fabrication characteristics
of the FCMC. The experiment showed that the temperatures and the fiber proportions
influenced great on the compressive strength, bending strength, volume density and the
porosity of the composites.
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