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10 Thermal, mechanical, dielectric properties and moisture absorption performance of
CCLs were improved with the increase of cyanate content.
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200 Copper clad laminates ( CCLs) with high performance based on modified
polytetrafluoroethylene ( PTFE) were prepared by using blended tetrafluoroethylene and
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hexafluoropopylene ( FEP) as the modification resin.
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30 The absorbed water can not be completely desorbed from the resin, so the absorbed
water will increase the dielectric constant and loss, however, the enlarged values still
meet the requirement of high performance matrices for high performance CCLs.
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