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10 The fracture mode of SPS sintered molybdenum belongs to brittle intercrystalline
fracture.
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20 There is a tendency of intercrystalline corrosion and spalling corrosion for
Aluminum-Lithium alloys in corresponding medium.
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30 In micro-scale , trans-grain fracture are divided into transcrystalline, intercrystalline
and mix fracture of trans-grain and inter-grain.
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4[1 The fracture appearance is dimple at room temperature, it changes into
intercrystalline fracture at low-temperature.
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