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10 Situations of preparing isocyanate trimers at home and abroad are mainly introduced.
Oo0ooooooooooooooooa.

200 The reaction kinetics of synthesizing aryl isocyanate by aryl amine and phosgene was
studied.

goboobooobogobboobooobd.

300 The properties of title adhesive comprising fully blocked isocyanate and polymer and
additives was introduced.
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4[] The cathodic electrophoretic coating of epoxy resin was prepared with half blocked
isocyanate as curing agent.
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50 Adding proper catalyzer will make the normal isocyanate resin to set with moisture at
room temperature.
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601 Thermoplastic polyurethane elastomers are prepared with polyol ester containing
OH, isocyanate and a chain extender.
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700 Monocomponent acrylic cathodic electrophoretic coating was prepared by
copolymerization of blocked unsaturated isocyanate and acrylate monomers.
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801 This thesis is about the use of isocyanate as adhesive in making manboard with
agricultural residues.
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900 Spectrophotometric determination of isocyanate-group in adhesive was studied.
gobodouooodouooodouooodooog.

1000 New unique modifiers of self-made hydroxyl acrylic resin ( emulsion ) and
isocyanate terminal waterborne polyurethane were developed.
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110 When isocyanate index and density increase, compression stress is strengthened ,
and the compression set is improved.

goboobogobo,gouobodobboobooo,gboobobon.,

1200 Polyether-type isocyanate prepolymers are prepared with polyether polyols and
tolylene diisocyanate.
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130 A polyamide imide was synthesized from trimellitic anhydride and di isocyanate.
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1400 Spectrophotometric determination of free isocyanate-group (-NCO ) content in
polyurethane resin production is studied.
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1500 Results Methyl isocyanate, chloride and oxide of Quercetin were prepared.
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