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10 By analyzing the factors influencing solid-liquid interface shape, it is said that ACRT
is a useful and effective method to improve the solid-liquid interface shape at present.
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201 Effect of Acceleration Rotation Wave Shape on the Ekman Flow during ACRT
Process
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30 Analyses of factors affecting Ekman flow during ACRT process
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40 Temperature variation and measurements during ACRT process
ACRTUOOOOOODOOOOGO

500 Experimental study of the ACRT Ekman flow
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60 Directional Solidification of Zn 2.75% Cu Alloy and the Effect of ACRT Forced
Convection
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700 Bridgman crystal growth process of semi-conductor compound CdTe with ACRT (
Accelerated Crucible Rotation Technique) is studied with numerical method.
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