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100 Fiber fines' WRYV are elevate along with the increasing of pH value.
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20 The results showed that hydrophilic ability and water retention value ( WRV) of PET
fibers increased after alkali treatment.
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30 The influence factors the water retain value ( WRV) of products were investigated
and a differential thermal analysis experiment was carried out.
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41 The main results are as follows: Water Retention Value ( WRV) of treated pulp didn't
influence by the existing time.
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500 Influences of Inorganic Electrolytes on WRV of Pulp
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60 The morphological feature, supermolecular structure, mechanical property, thermal
behavior and water retention value ( WRV) of chitosan fibers are studied.
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700 It was found that water retention Talue ( WRV) increased proportionally with
increase in beating consistency.
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