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10 Study on synthesis and properties of WPU emulsion for printing ink
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200 The results demonstrated that WPU plastic would be an ideal vascular casting
material.
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300 DMA showed that the modified WPU has a higher glass transition temperature.
DMALO OOUOOOUOODUOOUOUOODUOOoOUOoodoooodooogd

41 Otherwise, phase separation degree of WPU film from different soft segment content
was discussed.
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50 The hydrophilic performance of WPU film was studied by Automatic Video Micro
Contact Angle Measurement Instrument.
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601 Preparation and Study on Waterborne Polyurethane and SiO_2/ WPU
Nanocomposites
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700 -COOH content has great effect on the water resistance, mechanical property and
stability of WPU.
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